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the requirements of this paragraph
using either stripping technology or
control or recovery devices.

(1) For styrene butadiene rubber pro-
duced by the emulsion process:

(i) A monthly weighted average of
0.40 kg styrene per megagram (Mg)
latex for existing affected sources; and

(ii) A monthly weighted average of
0.23 kg styrene per Mg latex for new
sources;

(2) For polybutadiene rubber and sty-
rene butadiene rubber produced by the
solution process:

(i) A monthly weighted average of 10
kg total organic HAP per Mg crumb
rubber (dry weight) for existing af-
fected sources; and

(ii) A monthly weighted average of 6
kg total organic HAP per Mg crumb
rubber (dry weight) for new sources.

(3) For ethylene-propylene rubber
produced by the solution process:

(i) A monthly weighted average of 8
kg total organic HAP per Mg crumb
rubber (dry weight) for existing af-
fected sources; and

(ii) A monthly weighted average of 5
kg total organic HAP per Mg crumb
rubber (dry weight) for new sources.

(4) There are no back-end process op-
eration residual organic HAP limita-
tions for neoprene, HypalonTM, nitrile-
butadiene rubber, butyl rubber,
halobutyl rubber, epichlorohydrin elas-
tomer, and polysulfide rubber. There
are also no back-end process operation
residual organic HAP limitations for
latex products, liquid rubber products,
products produced in a gas-phased reac-
tion process, styrene butadiene rubber
produced by any process other than a
solution or emulsion process,
polybutadiene rubber produced by any
process other than a solution process,
or ethylene-propylene rubber produced
by any process other than a solution
process.

(5) For EPPU that produce both an
elastomer product with a residual or-
ganic HAP limitation listed in this sec-
tion, and a product listed in paragraphs
(a)(5) (i) through (iv) of this section,
only the residual HAP content of the
elastomer product with a residual or-
ganic HAP limitation shall be used in
determining the monthly average re-
sidual organic HAP content.

(i) Resins;

(ii) Liquid rubber products;
(iii) Latexes from which crumb rub-

ber is not coagulated; or
(iii) Elastomer products listed in

paragraph (a)(4) of this section.
(b) If an owner or operator complies

with the residual organic HAP limita-
tions in paragraph (a) of this section
using stripping technology, compliance
shall be demonstrated in accordance
with § 63.495. The owner or operator
shall also comply with the record-
keeping provisions in § 63.498, and the
reporting provisions in § 63.499.

(c) If an owner or operator complies
with the residual organic HAP limita-
tions in paragraph (a) of this section
using control or recovery devices, com-
pliance shall be demonstrated using
the procedures in § 63.496. The owner or
operator shall also comply with the
monitoring provisions in § 63.497, the
recordkeeping provisions in § 63.498, and
the reporting provisions in § 63.499.

(d) If the owner or operator complies
with the residual organic HAP limita-
tions in paragraph (a) of this section
using a flare, the owner or operator of
an affected source shall comply with
the requirements in § 63.504(c).

[62 FR 46925, Sept. 5, 1996, as amended at 65
FR 38065, June 19, 2000]

§ 63.495 Back-end process provisions—
procedures to determine compli-
ance using stripping technology.

(a) If an owner or operator complies
with the residual organic HAP limita-
tions in § 63.494(a) using stripping tech-
nology, compliance shall be dem-
onstrated using the periodic sampling
procedures in paragraph (b) of this sec-
tion, or using the stripper parameter
monitoring procedures in paragraph (c)
of this section. The owner or operator
shall determine the monthly weighted
average residual organic HAP content
for each month in which any portion of
the back-end of an elastomer produc-
tion process is in operation. A single
monthly weighted average shall be de-
termined for all back-end process oper-
ations at the affected source.

(b) If the owner or operator is dem-
onstrating compliance using periodic
sampling, this demonstration shall be
in accordance with paragraphs (b)(1)
through (b)(5) of this section,
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(1) The location of the sampling shall
be in accordance with paragraph (d) of
this section.

(2) The frequency of the sampling
shall be in accordance with paragraphs
(b)(2)(i) or (b)(2)(ii) of this section.

(i) If a stripper operated in batch
mode is used, at least one representa-
tive sample is to be taken from every
batch of elastomer produced, at the lo-
cation specified in paragraph (d) of this
section, and identified by elastomer
type and by the date and time the
batch is completed.

(ii) If a stripper operated in contin-
uous mode is used, at least one rep-
resentative sample is to be taken each
operating day. The sample is to be
taken at the location specified in para-
graph (d) of this section, and identified
by elastomer type and by the date and
time the sample was taken.

(3) The residual organic HAP content
in each sample is to be determined
using the Methods specified in para-
graph (e) of this section.

(4) The quantity of material (weight
of latex or dry crumb rubber) rep-
resented by each sample shall be re-
corded. Acceptable methods of deter-
mining this quantity are production
records, measurement of stream char-
acteristics, and engineering calcula-
tions.

(5) The monthly weighted average
shall be determined using the equation
in paragraph (f) of this section. All
samples taken and analyzed during the
month shall be used in the determina-
tion of the monthly weighted average,
except samples taken during periods of
start-up, shutdown, or malfunction.

(c) If the owner or operator is dem-
onstrating compliance using stripper
parameter monitoring, this demonstra-
tion shall be in accordance with para-
graphs (c)(1) through (c)(4) of this sec-
tion.

(1) The owner or operator shall estab-
lish stripper operating parameter lev-
els for each grade in accordance with
§ 63.505(e).

(2) The owner or operator shall mon-
itor the stripper operating parameters
at all times the stripper is in oper-
ation. Readings of each parameter
shall be made at intervals no greater
than 15 minutes.

(3) The residual organic HAP content
for each grade shall be determined in
accordance with either paragraph
(c)(3)(i) or (c)(3)(ii) of this section.

(i) If during the processing of a grade
in the stripper, all hourly average pa-
rameter values are in accordance with
operating parameter levels established
in paragraph (c)(1) of this section, the
owner or operator shall use the resid-
ual organic HAP content determined in
accordance with § 63.505(e)(1).

(ii) If during the processing of a grade
in the stripper, the hourly average of
any stripper monitoring parameter is
not in accordance with an established
operating parameter level, the residual
organic HAP content shall be deter-
mined using the procedures in para-
graphs (b)(1) and (b)(3) of this section.

(4) The monthly weighted average
shall be determined using the equation
in paragraph (f) of this section.

(d) The location of the sampling shall
be in accordance with paragraph (d)(1)
or (d)(2) of this section.

(1) For styrene butadiene rubber pro-
duced by the emulsion process, the
sample shall be a sample of the latex
taken at the location specified in ei-
ther paragraph (d)(1)(i), (d)(1)(ii), or
(d)(1)(iii) of this section.

(i) When the latex is not blended with
other materials or latexes, the sample
shall be taken at a location meeting all
of the following criteria:

(A) After the stripping operation,
(B) Prior to entering the coagulation

operations, and
(C) Before the addition of carbon

black or oil extenders.
(ii) When two or more latexes subject

to this subpart are blended, samples
may be taken in accordance with ei-
ther paragraph (d)(1)(ii) (A) or (B) of
this section, at a location meeting the
requirements of paragraphs (d)(1)(i) (A)
through (C) of this section.

(A) Individual samples may be taken
of each latex prior to blending, or

(B) A sample of the blended latex
may be taken.

(iii) When a latex subject to this sub-
part is blended with a latex or material
not subject to this subpart, a sample
shall be taken of the latex prior to
blending at a location meeting the re-
quirements of paragraphs (d)(1)(i) (A)
through (C) of this section.
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(2) For styrene butadiene rubber pro-
duced by the solution process,
polybutadiene rubber produced by the
solution process, and ethylene-pro-
pylene rubber produced by the solution
process, the sample shall be a sample of
crumb rubber taken as soon as safe and
feasible after the stripping operation,
but no later than the entry point for
the first unit operation following the
stripper (e.g., the dewatering screen).

(e) The residual organic HAP content
in each sample is to be determined
using the methods specified in para-
graphs (e)(1) through (e)(5) of this sec-
tion, as applicable.

(1) For styrene butadiene rubber pro-
duced by the emulsion process, either
Method 312a, 312b, or 312c of 40 CFR
part 63, appendix A, shall be used.

(2) For styrene butadiene rubber pro-
duced by the solution process, either
Method 313a or 313b of 40 CFR part 63,
appendix A, shall be used.

(3) For polybutadiene rubber pro-
duced by the solution process, either
Method 313a or 313b of 40 CFR part 63,
appendix A, shall be used.

(4) For ethylene-propylene rubber
produced by the solution process, ei-
ther Method 310a, 310b, or 310c of 40
CFR part 63, appendix A, shall be used.

(5) Alternatively, any other method
that has been validated according to
the applicable procedures in Method 301
of 40 CFR part 63, appendix A, may be
used.

(f) The monthly weighted average re-
sidual organic HAP content shall be
calculated using Equation 26.
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Where:

HAPCONTavg,mo = Monthly weighted average
organic HAP content for all rubber proc-
essed at the affected source, kg organic
HAP per Mg latex or dry crumb rubber.

n = Number of samples in the month.
Ci = Residual organic HAP content of sample

i, determined in accordance with para-
graph (b)(3) or (c)(3) of this section, kg
organic HAP per Mg latex or dry crumb
rubber.

Pi = Weight of latex or dry crumb rubber rep-
resented by sample i.

Pmo = Weight of latex or dry crumb rubber
(Mg) processed in the month.

[62 FR 46925, Sept. 5, 1996, as amended at 64
FR 11543, Mar. 9, 1999; 65 FR 38066, June 19,
2000]

§ 63.496 Back-end process provisions—
procedures to determine compli-
ance using control or recovery de-
vices.

(a) If an owner or operator complies
with the residual organic HAP limita-
tions in § 63.494(a) using control or re-
covery devices, compliance shall be
demonstrated using the procedures in
paragraphs (b) and (c) of this section.
Previous test results conducted in ac-

cordance with paragraphs (b)(1)
through (b)(6) of this section may be
used to determine compliance in ac-
cordance with paragraph (c) of this sec-
tion.

(b) Compliance shall be demonstrated
using the provisions in paragraphs
(b)(1) through (b)(8) of this section, as
applicable.

(1) A test shall be conducted, the du-
ration of which shall be in accordance
with either paragraph (b)(1)(i) or
(b)(1)(ii) of this section, as appropriate.

(i) If the back-end process operations
are continuous, the test shall consist of
three separate one hour runs.

(ii) If the back-end process oper-
ations are batch, the test shall consist
of three separate one-hour runs, unless
the duration of the batch cycle is less
than one-hour, in which case the run
length shall equal the complete dura-
tion of the back-end process batch
cycle.

(2) The test shall be conducted when
the grade of elastomer product with
the highest residual organic HAP con-
tent leaving the stripper is processed in
the back-end operations.
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